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MEDICAL
EFFECT OF COLD WORKING ON 

AUSTENITIC IMPLANT STAINLESS STEELS

ASTM F 138
ISO 5832-1
M 25 W A&D
316L

ASTM F 1296
ISO 5832-9
M 30 N.W A&D
Rex 734
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Indicated mean values are obtained from tests.
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Please contact our office for any additional information or documentation. Dimensional information and technical drawings in this document are for reference only. Some of the product 
characteristics indicated in this document may be modified at any time at the company’s discretion. Our company is not responsible for the use of our products outside standards prescription and 
what our commercial documents are indicating.


